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XIONGXING GROUP
GUANGZHOU XIONGXING BUILDING MATERIALS MANUFACTURE CO.,LTD.

HOMOGENEOUS

strengthen polyurethane floor

FOSHAN IFORLONG PLASTIC MATERIAL MANUFACTURE CO.LTD.

Add:No.21, D-Area, Lubao Industrial Park, Sanshui Central Technology District,
Foshan City, Guangdong China.

Tel:0086-20-82454285 Fax:0086-20-82454285
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Email:info@wolflor.com
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COMPANY PROFILE

XIONGXING GROUP is one of the biggest and most professional PVC flooring manufacturer in China,
founded in 1992 and covering an area of 100,000 m2, it is located in the center of "Guangzhou-Foshan
-Zhaoqing Economic Circle”, enjoying convenient transportation and being only about 40-minute drive from
Baiyun International Airport. Guangzhou North Railway Station and Foshan West Station. It was appraised
as " a high and new technology enterprise" of Guangdong province in 2001.

It has several sets of the most advanced PET transfer printers, PVC direct printers, domestic and international
high-end production equipments such as four-layer coating compound machine,foaming heat compound machine,
extruding compound machine, UV surface processing machine and over 150 sets of mutually supporting printing
rotation models and 100 pieces of embossing cards. It mainly supplies PVC commercial dense floor, PVC
commercial foaming floor, PVC sports floor and wearing layer of PVC commercial (sports) floor. Annual outputs
of PVC floor films and PVC commercial floor have reached 10 million m2 and 5 million m2 respectively. Most
of our products are sold to all parts of China and over 20 countries and regions including Russia, Poland ,Japan,
Singapore, Malaysia, Dubai, Egypt and South Africa. Our products have passed international and national
inspection certifications such as "SGS" "GBJT2005" and "Fire Prevention of Chinese Construction Materials”,
and they meet the requirements for environmental and fireproof construction materials.

By adhering to thee tenet of "honesty orientation, quality first,technical innovation, safety and environment
protection”, we manufacture environmental PVC resilient flooring with virgin materials for all customers.
We are looking forward to cooperating with our partners all over the world to create a better future.
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Product Character

HOMOGENEOUS FLOORING
STRENGTHEN POLYURETHANE SHEET

PUR special maintenance treatment.Excellent scratch resistance
and anti iodine and other pollution,and no need to wax.

Compacted Homogeneous flooring

High performance flexible homogenous multipurpose flooring

UV special maintenance treatment:Easy of maintenance

Densely compacted surface for improved wear and ease of maintenance

Incorporates a bacteriosatic and fungistic property

Antistatic

LOTUS EFFECT OPTIDUR NC

If lotus leaves are like water beads,reduce If the gem is hard and transparent,add high strength
surface tension,so that waterborne stains and wear resistant special ingredients,so that there
are difficult to remain and penetrate. is no trace of damage and scratch.

DOUBLY DURABLE HEEL RESISTANCE

The product surface protection system, synergistic effect makes shoe heel imprint
which is 2 times the average thickness and other stubborn stains more difficult

of competing products,gives the ground to adhere to,and is easy to clean.
more durability.

Application

Product Recommendations

Hospitals today provide a space relative to the comfort
convenience of one’'s home.

Therefore, it is necessary to select floor materials that
represent specific designs that are equipped with
various functions.
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Non-Directional

Directional

Standard ' Result Charcteristics Standard ' Result
Type of flooring 1ISO 10581 - EN 649 Homogeneous Sheet Type of flooring 1ISO 10581 - EN 649 Homogeneous Sheet
Material Polyvinyl chloride | | Material Polyvinyl chloride
Cover Strengthen PUR Cover Strengthen PUR
GB 8624 - 2012 class B, - s1 Flammability s GB 8624 - 2012 class B, - s1
ISO 10140 dB 3 Sound lf,, ISO 10140 dB 3

Slip resistance Y DIN 51130 group R9 Slip resistance Y DIN 51130 group R9

US US

Dynamic coefficient of friction EN 13893 class DS

Performance behaviour

Dynamic coefficient of friction EN 13893 class DS

Performance behaviour

1ISO 24341 - EN 426 m 2
Sheet length ISO 24341 - EN 426 m 20
Overall thickness ISO 243416 - EN 428 mm 2.0
Total weight @ 1ISO 23997 - EN 430 kg/m? 2.8
Wear reS|stance EN 649 group T
Residual indentation 1ISO 24343 -1 - EN 433 mm 0.02
Dimensional stability s ISO 23999 - EN 434 i X<0.4%, Y<0.4%
Color fastness ﬁ 1ISO 105 - B0O2 rating =6
Resisitance to staining EN 423 No stain
Bend resistance GB/T 11982.2 - 2015 No
Antibacterial iz SO 22196 Level 1
Anti iodine Good

Classification

Domestic ISO 10874 - EN 685 class 23 heavy duty
Commercial ISO 10874 - EN 685 class 34 very heavy duty
Industrial ISO 10874 - EN 685 class 43 heavy duty

Sheet width [©] SO 24341 - EN 426 m 2

Sheet length [« - 1ISO 24341 - EN 426 m 20
Overall thickness SO 243416 - EN 428 mm 2.0
Total weight @ ISO 23997 - EN 430 kg/m? 3.0
Wear reS|stance EN 649 group P
Residual indentation 1ISO 24343 -1 - EN 433 mm 0.02
Dimensional stability 1ISO 23999 - EN 434 - X<0.4%, Y<0.4%
Color fastness @ 1ISO 105 - BO2 rating 26
Resisitance to staining EN 423 No stain
Bend resistance GB/T 11982.2 - 2015 No
Antibacterial [tz SO 22196 Level 1
Anti iodine Good

Classification

Domestic ISO 10874 - EN 685 class 23 heavy duty
Commercial ISO 10874 - EN 685 class 34 very heavy duty
Industrial ISO 10874 - EN 685 class 43 heavy duty

Additional property

Castor Chair \/
Underfloor Heating % \/

Antistatic Behavious ';“ \/

Chemical Resistance \/

Additional property

Castor Chair \/
Underfloor Heating \/

Antistatic Behavious 'f“ \/

Chemical Resistance \/
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Strengthen ployurethane homogeneous floor
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Strengthen ployurethane homogeneous floor

Dimension:2.0mm(T)x2.0m(W)x20m(L)
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Strengthen ployurethane homogeneous floor

Dimension:2.0mm(T)x2.0m(W)x20m(L)
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@ Strengthen ployurethane homogeneous floor
%:S Dimension:2.0mm(T)x2.0m(W)x20m(L)
® Products Property

Wolflor Conductive PVC Roll Flooring, permanent conductive
property.The products are widely used Iin the place of precise
Instrument and professionoal equipment,including electronics,
clean room,computer room,hospital,telecommunication,airspace,etc.

= Environmentally - Friendly Materials

Comply with 1ISO14001,using European avanced production technology,
Insure the raw materials and production meet European standard.

= Durable

This product has excellent stability and wear resistance, meet the usage
of all kind of public huge traffic site, durable,perfect stress resistance
and wear resistance.

@ WL450 1500

Conductive Floor

O[T () 2y s i 5 s e

Homogeneous
Conductive PVC Roll Flooring

& e
—

Conductive backing
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Factory Show
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Hospital Projects
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